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TURK STANDARDI

TURKISH STANDARD

TS EN 12600
TRAKYA CAM

ICS 81.040.20; 91.100.99
1.Baski

CAM - YAPILARDA KULLANILAN - SARKAC DENEYI - DUZ CAM
ICIN CARPMA DENEYI VE SINIFLANDIRMA

Glass in building - Pendulum test - Impact test method and
classification for flat glass
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